GLOSSARY of TERMS

A heat treatment given to soften the material for further cold working (such as cold rolling, forming, or drawing).

No heat-treating is done after rolling to final thickness. Depending on the nature of the specific material,
the amount of cold reduction usually varies between 50 and 90%.

A measurement of edge curvature or “bowing” of a flat strip. Camber needs to be minimized in product used
in stamping applications.

A measurement of curl or set of a coiled strip; a measurement of the coiled configuration.

A measurement of the deviation of a strip from a flat surface transverse to the rolling direction (across the width).

A measurement of the deviation of a strip from a flat surface parallel to the rolling direction.

Aterm used in mechanical testing to describe the amount of extension of a test piece when stressed in tension;
a measure of material ductility.

A method for the determination of the magnetic properties of basic flat rolled magnetic materials such as silicon
steel at power frequencies (25 to 400 Hz). It covers the determination of core loss, volt-amperes, RMS and
peak exciting current and several types of a.c. permeability.

A specific mechanical strength requirement; tensile strength is approximately % « (tFH - tA),
where tFH=tensile strength of full hard condition, and tA=tensile strength of annealed condition.

A specific mechanical strength requirement; tensile strength is approximately %2 « (tFH - tA),
where tFH=tensile strength of full hard condition, and tA=tensile strength of annealed condition.

A specific mechanical strength requirement; tensile strength is approximately % ¢ (tFH - tA),
where tFH=tensile strength of full hard condition, and tA=tensile strength of annealed condition.

A specific mechanical strength requirement; tensile strength is approaching the maximum for most applications.
Little ductility is left within the material. The material is usually cold worked 40 to 50%.

A measure of the resistance of a material to surface indentation or abrasion.

Machine used to measure mechanical strength and ductility of material.

A description of the metallurgical condition of the material, as in “an as-rolled temper” or “a stress relieved
temper”; also a secondary or final heat treatment commonly used with tool steels to toughen them.

The ratio of maximum load to original cross-sectional area. The maximum load is the force (in pounds) to cause
tensile sample to fail. Also known as the ultimate strength.

The stress level at which a material exhibits a specified deviation from proportionality of stress and strain.
Beyond this stress level, the tensile sample will not return to its original configuration or cross section.
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